
30.12.2006 EN Official Journal of the European Union L 396/849 

 

Appendix 10 

Point 43 – Azocolourants 

List of testing methods 

European 
Standardisation 
Organisation (*) 

Reference and title of the standard Reference 
document 

Reference of the 
superseded standard 

CEN Leather – Chemical tests – 
Determination of certain azo 
colorants in dyed leathers 

CEN ISO/TS 
17234:2003 

NONE 

CEN Textiles – Methods for the 
determination of certain aromatic 
amines derived from azo colorants – 
Part 1: Detection of the use of certain 
azo colorants accessible without 
extraction 

EN 14362-1:2003 NONE 

CEN Textiles – Methods for determination 
of certain aromatic amines derived 
from azo colorants – Part 2: 
Detection of the use of certain azo 
colorants accessible by extracting the 
fibres 

EN 14362-2:2003 NONE 

(*) ESO: European Standardisation Organisations: 

CEN: rue de Stassart 36, B-1050 Bruxelles; tel. (32-2) 550 08 11, 

fax: (32-2) 550 08 19. http://www.cenorm.be 

CENELEC: rue de Stassart 36, B-1050 Bruxelles; tel. (32-2) 519 68 71, 

fax: (32-2) 519 69 19. http://www.cenelec.org 

ETSI: 650, route des Lucioles, F-06921 Sophia Antipolis; tel. (33) 492 94 42 00, 

fax: (33) 493 65 47 16. http://www.etsi.org 
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