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Field of Testing Parameter Test Method 

Civil field 

1. Tin metal 
 

 

- Lead  
  0.025 6% by weight to          
  0.151% by weight 

- Arsenic 
  0.003 2% by weight to 
  0.010 2% by weight 

- Bismuth 
  0.002 9% by weight to 
  0.040 3% by weight  

- Copper 
  0.001 6% by weight to 
  0.007 3% by weight  

- Iron 
  0.001 1% by weight to 
  0.013 3% by weight  

- Nickel 
  0.000 9% by weight to 
  0.018 3% by weight  

 
 
 
 
 
 
 
 

 

- In house method W7.2-01        
  based on ASTM E 1251-17a 
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Field of Testing Parameter Test Method 

Civil field   

1. Tin metal (Cont.) 
 

- Silver 
  0.002 4% by weight to 
  0.016 5% by weight  

- Antimony 
  0.005 5% by weight to 
  0.028 4% by weight  
 

 

- In house method W7.2-01        
  based on ASTM E 1251-17a  
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